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CHANGE LETTER 
James P. Delton 

Assistant State Engineer 

SUMMARY: 

MATERIALS TESTING MANUAL 

SUBJECT: 

Table of Contents; Cover Sheet for 
Series 100; Arizona Test Method 103a; AASHTO 
T40; Arizona Test Method 105d; Cover Sheet for 
Series 200; Arizona Test Method 230a; Arizona 
Test Method 232b; Arizona Test Method 246a; 
Cover Sheet for Series 400; Arizona Test Method 
412b; Cover Sheet for Series 800; Arizona Test 
Method 832. 

NOTE: 

CHANGE LETTER NO. 23 

EFFECTIVE DATE: 

November 14,2008 

Changes issued under this Change Letter are effective for projects with a 
bid opening date on or after November 14,2008. Retain items removed 
from the Materials Testing Manual under this change letter for use as 
necessary on projects with a bid opening date prior to November 14,2008. 

1. TABLE OF CONTENTS - The Table of Contents has been revised to reflect the 
changes made in this Change Letter. 

2. The following items are revised by this Change Letter. 

Series 100 Cover Sheet, "Sampling". 

Arizona Test Method 105d, "Sampling Soils and Aggregates". 

Series 200 Cover Sheet, "Soils and Aggregates". 

Arizona Test Method 230a, "Field Density by the Sand Cone Method" 

Arizona Test Method 232b, "Moisture-Density Relationship using typical 
Moisture - Density Curves (One Point Proctor) Method A". 
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Arizona Test Method 246a, "Moisture-Density Relationship using typical 
Moisture - Density Curves (One Point Proctor) Alternate Method D". 
Series 400 Cover Sheet, "Bituminous Mixtures". 

Arizona Test Method 412b, "Density of Compacted Bituminous Mixtures - 
Nuclear Method". 

Series 800 Cover Sheet, "Design". 

3. The following items are added by this Change Letter. 

Arizona Test Method 103a, "Sampling Bituminous Materials". 

Arizona Test Method 832, "Marshall Mix Design Method for Asphaltic Concrete 
(Asphalt-Rubber) AR-AC". 

4. The following item is deleted by this Change Letter. 

AASHTO T40, "Sampling Bituminous Materials". 

want State Engineer 
Materials Group (068R) 

Attachments 


